Bondar-Cle;x

12980 West Cedar Dr
Lakewood, Colorado 80228
(303) 989-1404

BS L

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVIC

REPORT: D89-32309. 4 PROVECT: R83 T
SANPLE ELEMENT  Au .00 DMINIM MHORS
NUMBER WITS  OPT A
D2 R89-607-0-5 0.002

D2 RE9-607-5-10 0.019

D2 R89-607-10-15 0.010

D2 R89-607-15-20 0.012

D2 R89-607-20-25 (0.002

D2 RE9-607-25-30 (0.002

D2 RE9-607-30-35 0.002

D2 R83-607-35-40 (0.002

D2 R89-607-40-45 (0,002

D2 RES-607-45-50 0.003

D2 R89-607-50-55 0.008

D2 R89-607-55-60 (0,002

D2 R89-607-60-65 (0.002

D2 R83-607-65-70 0.002

D2 R83-607-70-75 (0.002

D2 R89-607-75-80 (0.002

D2 R89-607-80-85 0.002

D2 RA3-607-85-90 (0.002

D2 R89-607-90-95 0.002
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: DA89-32309.4 ( COMPLETE )

REFERENCE INFO: 0-95

CLIENT: BROHM MINING CORP.
PROJECT: R89-607

SUBMITTED BY: J. BARRON
DATE PRINTED: 23-0CT-89

NUMEER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 19 0.002 0PT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAHPLE PREPARATIONS NUMBER
D DRILL CORE 19 ¢ -150 19 fAssay Prep i9
RERARKS: Final reculfs are reporfed

REPORT COPIES TO: MR. JIM BARROM
MR. JIM BARRON

INVOICE TO: WR. JIM EARRON




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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?;;':.3“&2{"“ ’ Geochemical
Colorado 80228 Lab Report

(303) 989»1404

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

L, REPORT: DA9-32310.4 ( COMPLETE ) l l REFERENCE INFO: 105-4035

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON

PROJECT: R89-607 DATE PRINTED: 30-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold &0 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 60 2 -150 &0 fAssay Prep &0
Excessive Wetness 1233
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARROM
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Bondar-Clegg, Inc e P :
12980 Wes} Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 9894404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
-0CT-89

REPORT: D89-32310. 4 PROJECT: RA9-607 PAGE 1 R

SAMPLE ELEMENT Au SAMPLE ELEMENT fAu

NUMBER UNITS  0PT NUMBER UNITS  OPT

D2 R89-607-105-110 0.003 D2 R89-607-305-310 (0.002

D2 R89-607-110-115 {0,002 D2 R89-607-310-315 0.002

D2 R89-607-115-120 {0.002 D2 R89-607-315-320 (0.002

D2 RA9-607-120-125 0.002 D2 R89-607-320-325 {0.002

D2 R89-607-125-130 0.002 D2 R89-607-325-330 {0,002

D2 R89-607-130-135 0.002 D2 R89-607-330-335 0,015

D2 RA9-607-135-140 {0,002 D2 R89-607-335-340 0.004

D2 R89-607-140-145 0.002 D2 R89-607-340-345 {0,002

D2 R89-607-145-150 0.002 D2 R89-607-345-350 0.040

D2 R89-607-150-155 (0.002 D2 R89-607-350-355 0.013

D2 R&9-607-155-160 (0. 002 D2 RA9-607-355-360 0.006

D2 R89-607-160-165 0.002 D2 RB9-607-360-365 0.003

D2 R89-607-165-170 {0,002 D2 R89-607-365-370 0.005

D2 R89-607-170-175 0.002 D2 R89-607-370-375 0.011

D2 R89-607-175-180 0.002 D2 RB9-607-375-380 0.014 |

D2 RA9-6£07-180-185 0.003 D2 RA9-607-380-383 0.013

D2 R89-607-185-190 (0. 002 D2 R83-607-385-390 0.004

D2 R89-607-190-195 0.003 D2 R89-607-390-395 0.003

D2 R89-607-195-200 {0,002 D2 R89-607-395-400 {0,002

D2 R89-607-200-205 0,002 D2 RB9-607-400-405 0.008

D2 RB9-607-205-210  (0.002 |

D2 R89-607-210-215 {0,002

D2 R89-607-215-220 (0. 002

D2 R89-607-220-225 {0,002

D2 R89-£07-225-230 {0,002

D2 R89-607-230-235 0.004

D2 R89-607-235-240 {0.002

D2 RA9-607-240-245 {0.002

D2 R89-607-245-250 0.006

D2 R89-607-250-255 0.004

D2 R89-607-255-260 (0.002

D2 R89-607-260-265 0.005

D2 RB9-607-265-270 0.003

D2 RA9-607-270-275 0.004

D2 RB9-607-275-280 0.004

D2 R89-607-280-285 0.003

D2 RB9I-£07-285-290 0.003

D2 R89-607-290-295 0.003

D2 R89-607-295-300 0,002

D2 R89-607-300-305 (0,002




BROMM MINIMG CORP.
MR . A F
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Cleggs Inc. -
129804West Cedf} Dr.
Lakewood, Colorado 80228
(303) 989-1404

B

BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32311.4 ( COMPLETE )

l [ REFERENCE INFO: 405-665

CLIENT: BROHM MINIMNG CORP.

SUBMITTED BY: J. BARRON

PROJECT: R83-607 DATE PRINTED: 3-NOV-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 52 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS MUMBER

D DRILL CORE 32 2 -150 52 Assay Prep 52
Excessive Wetness 837
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

MR. _JIN BARRON




Bondar-C A 4 ' -
12980 Wﬁzeg'edg:c Dr. Gemhemcal
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 ‘
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES ~ * e LA
, DATE PRINTED: 3-NOV-89

REPORT: DA3-32311.4 ] LPRDJECT: RA9-607 PAGE 1 ‘

SAMPLE ELEMENT Au SAMPLE ELEMENT Au

NUMBER UNITS 0PT NUMBER - UNITS 0PT

D2 R89-607 405-410 0.002 D2 RB3-607 £05-610 0.014

D2 RB9-607 410-415 0.025 D2 R89-607 6£10-615 0.011

D2 RBI-607 415-420 {0.002 D2 R83-607 £15-620 0.100

D2 R89-607 420-425 0.008 D2 R89-607 6£20-625 0.049

D2 RBI-607 425-430 0.004 D2 R83-607 £25-630 0.102

D2 RA9-607 430-435 0.002 D2 R83-607 630-635 0.053

D2 RBI-607 435-440 0.003 D2 RA9-607 £35-640 0.080

D2 RB9-607 440-445 0.006 D2 R89-607 6£40-645 0.042

D2 RBI-607 445-450 0. 006 D2 RBI-607 £45-650 0. 066

D2 R89-607 450-455 0.002 D2 R893-607 £50-655 0.080

D2 R89-607 455-460 0. 004 D2 RA9-607 £55-660 0.087

D2 RAI-607 460-465 0.003 D2 RAB9-607 660-665 0.100

D2 RB9I-607 465-470 (0.002

D2 R83-607 470-475 0.003

D2 RB9-£07 475-480 0.005

D2 R83-607 480-485 {0.002

D2 RB9-607 485-490 0.003

D2 R89-607 490-495 (0.002

D2 R89-607 495-500 0.005

D2 R89-607 500-505 0.005

D2 R83I-607 505-510 0.011

D2 R89-607 510-515 0.004

D2 RBI-607 515-520 0.010

D2 R89-607 520-523 0.006

D2 R89-607 525-530 {0.002

D2 R&9-£07 530-535 0.003

D2 R89-607 535-540 {0.002

D2 RA9-607 540-545 0.004

D2 R89-£07 545-550 {0.002

D2 RA9-607 S550-355 0.002

D2 R89-607 555-560 0.002

D2 R89-607 560-565 0.005

D2 R89-607 565-570 0.005

D2 R89-607 570-575 0.004

D2 RBI-607 575-580 0.018

D2 R89-607 580-585 0.049

D2 R89-607 585-590 0.030

D2 R89-607 590-595 0.012

D2 R89-607 595-600 0.007

D2 R89-607 600-605 0.038
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



BROHM MlN!NG Co. .




